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Foshan Keruida Environmental protection Material technology Co., Ltd .

6 on No. 2 Jinkeng Road, Baini Town, Shanshui District, Foshan City.

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : youjiamei .

SGS Job No. : SHIN1909067696CM - SH .

Date of Sample Received : . 24 Sep 2019.

Testing Period : . 24 Sep 2019 - 22 Nov 2019 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Lilac Wei.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA19-212209.001 Gray white solid with brown skin .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Formaldehyde Emission.

Test Method : . With reference to EN 717-1:2004,analysis was performed by UV-Vis. .

Test Item(s). Unit. MDL.

mg/m³.

001.

0.080 NDFormaldehyde Emission (In air) .

Notes :.

(1) Reference Limit: EN13986:2004(E)

(2) Formaldehyde class E1: ≤0.124 mg/m³ air 

     Formaldehyde class E2: >0.124 mg/m³ air

(3) The reported result is for reference only. .
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Sample photo: .

SHAMLC1921220901

SHA19-212209.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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